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@ Process for producing ethylene/alpha-olefin copolymer.

(57) A process for producing an ethylene/a-olefin copolymer is provided in which ethylene is

copolymerized with an a-olefin having three or more carbons by use of an olefin polymerization

catalyst at a polymerization temperature of not lower than 120°C. The olefin polymerization catalyst

comprises, as constitutional components, a) a metallocene compound, b) an ionizing ionic compound,

and c) an oraanoaluminum compound, the ionizing ionic compound (b) being a compound which is

capable of changing the metallocene compound (a) into a cationic form and does not further react with

the cationic form of the metallocene compound.
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The present invention relates to a process for producing an ethylene/a-olefin copolymer with an olefin poly-

merization catalyst constituted of a metallocene compound, an organoaluminum compound, and an wmzable

,0n

%re7ow-
U

pressure Ziegler process for polymerization of ethylene or an a-olefin is well known in the related

technical fields. The catalyst for the process is generally prepared by treating a mixture of an organometallic

compound or hydride of a metal of Group 1A to 3Aof the Periodic Table with a compound of a transit™ metal

(Group 3B or 2B of the Periodic Table) in a suspension or a solution, or in the absence of a solvent or a diluent.

In recent years, special kinds of catalysts are being developed which are active in olefin polymerization.

Examples of the catalyst are combinations of a cyclopentadienyl derivative of a metal such as titanium, zirco-

nium and hafnium (Group 4B of Periodic Table) with aluminoxane. (See, for example, J. Boor. "Ziegler-Natta

Catalyst and Polymerization'. Academic Press. New York (1979), and H. Sinn and W. Kaminsky: Adv. Orga-

nomet Chem. 1899 (1980) ). These catalysts have an ability of forming a stereospecific olefin polymer with

h^h

r^verthe?ess

/

"such catalysts have not been used industrially mainly because of the following reasons: the

aluminoxane cannot readily be produced in a reproducible form, hindering preparation of the catalyst and the

polymer with required reproducibility, and the expensive aluminoxane has to be used in a considerably high

ratio to the transition metal compound to achieve sufficient activity.

To offset the above disadvantages.
. .

JP-A-3-207704 discloses ionic metallocene compound prepared by reacting a metallocene with an ionizing

ionic compound. PCT Patent Application WO 92/01723 discloses a process of a-olefin polymerizat.cn by use

of a catalyst system prepared by reacting a halogenated metallocene with an organometallic compound and

then bringing the reaction product into contact with an ionizing ionic compound. This catalyst system is advan-

tageous in olefin polymerization. However, when ethylene and a-olefin are copolymerized by use of such a

catalyst at a high temperature, the resulting copolymer disadvantageous^ has a low molecular weight.

jp.A -60-21 7209 discloses production of a high-molecular-weight olefin polymer by use of a catalyst com-

prising a hafnium compound as the metallocene component In copolymerization of ethylene with a-olefin, how-

ever, this catalyst is much less active than the catalyst having zirconium as the ligand, and is disadvantageous

in production efficiency of the copolymer.

It is the object of the present invention to provide a process for producing ethylene/a-olef.n copolymer of high

molecular weight with high efficiency at a high temperature. This object could be achieved on the basis of the

finding that an ethylene/a-olefin copolymer is obtained with a high catalyst activity by copolymeraing ethylene

with a-olefin by use of a specific ionic metallocene catalyst at a temperature of not lower than 120°C.

The present invention provides a process for producing an ethylene/a-olefin copolymer by copolymenza-

tion of ethylene with an a-olefin having three or more carbons by using an olefin polymerization catalyst at a

polymerization temperature of not lower than 1 20<>C, the olefin polymerization catalyst comprising, as consti-

tutional components, a) a metallocene compound, b) an ionizing ionic compound, and c) an organoaluminum

u^metell'ocene compound (a) being a hafnium compound represented by the general formula (1) or (2):

Cp 1
*
2

Cp
1

^ R
2

^ Hf^ (2)

I
y \ 3

wherein Cp1 and Cp2 are independently a substituted or unsubstituted cyclopentadienyl group, idenyl group

orfluorenyl group; R' is a substituted or unsubstituted lower alkylene group, a dialkylsilanediyl group, a dia-

2
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Ikylgermanediyl group, an alkylphosphinediyl group, or an alkylimino group, R 1 crosslinking Cp 1 and Cp2 to-

gether; R2 and R3 are independently a hydrogen atom, a halogen atom, a hydrocarbon group an alkoxy group,

or an aryloxy group of 1 to 12 carbons,

the ionizing ionic compound (b) being a compound which is capable of changing the metallocene compound

5 (a) into a cationic form and does not further react with the cationic form of the metallocene compound, and

the organoaluminum compound (c) being represented by the general formula (3):

10
(3)

15 wherein R4
, R4', and R4" are independently a hydrogen atom, a halogen atom, an amino group, an alkyl group,

an alkoxy group, or an aryl group, at least one thereof being an alkyl group.

The term "alkyl", whether used alone or as part of another group, e.g. alkoxy, designates residues having pre-

ferably 1 to 20, more preferably 1 to 8 and most preferably 1 to 4 carbon atoms. Similarly "aryl" means residues

having preferably 5 to 14, more preferably 6 to 12 carbon atoms.

20 The metallocene compound (a) used in the present invention is a hafnium compound represented by the

general formula (1) or (2). The metallocene compound is exemplified specifically by bis(cyclopentedienyl)haf-

nium dichloride, bis(methylcyclopentedienyl)hafnium dichloride, bis(butylcydopentedienyl)hafnium dichloride,

ethylenebis(indenyl)hafnium dichloride, dimethylsilanediylbis(2,4,5-trimethylcyclopentadienyl)hafnium di-

chloride, dimethylsilanediylbis(3-methylcydopentadienyl)hafnium dichloride, dimethylsilanediytbis(4-t-bu-

25 tyl,2-methylcydopentadienyl)-hafnium dichloride, diethylsilanediylbis(2,4,5-trimethylcyclopentadienyi)hafni-

um dichloride, diethylsilanediylbis(2,4-dimethylcyclopentadienyi)hafnium dichloride, diethylsilanediylbis(3-

methylcyclopentadienyl)hafnium dichloride, diethylsilanediylbis(4-t-butyl,2-methylcyclopentadienyl)hafnium

dichloride, isopropylidene(cyclopentadienyl)(fluorenyl)hafnium dichloride, diphenylmethylene(cydopentadie-

nyl)(fluorenyl)hafnium dichloride, methylphenylmethylene(cydopentadienyl)(fluorenyl)hafnium dichloride, iso-

30 propylidene(cydopentadienyl)(2,7-di-t-butylfluorenyl)hafnium dichloride, diphenylmethylene(cydopentadie-

nyl)(2,7-di-t-butylfluorenyl)hafnium dichloride, methylphenylmethylene(cydopentadienyl)(2,7-di-t-butylfluore-

nyl)hafnium dichloride, isopropylidenebis(cyclopentadienyl)hafnium dichloride, dipheny1methyienebis(cyclo-

pentadienyl)hafnium dichloride, methylphenylmethylenebis(cydopentadienyl)hafnium dichloride, isopropyli-

dene(cyclopentadienyl)(tetramethylcyclopentadienyl)hafnium dichloride, diphenylmethylene(cydopentadie-

35 nyl)(tetramethylcyclopentadienyi)hafnium dichloride, isopropylidenebis(indenyl)hafnium dichloride, diphenyl-

methylenebis(indenyl)hafnium dichloride, methylphenylmethylenebis(indenyl)hafnium dichloride, but is not

limited thereto.

The ionizing ionic compound (b) used in the present invention is a compound which is capable of making

the aforementioned metallocene compound (a) cationic, and does not react further with the formed cationic

40 metallocene compound. The ionizing ionic compound is exemplified specifically by boron compounds such as

tri(n-butyl)ammonium tetrakis(p-tolyi)borate, tri(n-butyl)ammonium tetrakis(m-tolyl)borate, tri{n-butyl)ammo-

nium tetrakis(2,4-dimetylphenyl)borate, tri(n-butyl)ammonium tetrakis(3,5-dimethylphenyl)borate, tri(n-bu-

tyl)ammonium tetrakis(pentafluorophenyl)borate, N.N-dimethyJanilinium tetrakis(p-tolyl)borate, N,N-dimethy-

lanilinium tetrakis(m-tolyl)borate, N.N-dimethylanilinium tetrakis(2,4-dimetylphenyl)borate, N,N-dimethylani-

45 linium tetrakis(3,5-dimethyiphenyl)borate, N,N-dimethylanilinium tetrakis(pentafluorophenyl)borate, triphe-

nylcarbenium tetrakis(p-tolyl)borate, triphenytcarbenium tetrakis(m-tolyl)borate, triphenylcarbenium tetra-

kis(2,4-dimetylphenyl)borate, triphenylcarbenium tetrakis(3,5-dimethylphenyi)borate, triphenylcarbenium tet-

rakis(pentafluorophenyl)borate, tropylium tetrakis(p-tolyl)borate, tropytium tetrakis(m-tolyl)borate, tropylium

tetrakis(2,4-dimetyl phenyl)borate, tropylium tetrakis(3,5-dimethylphenyl)borate, tropylium tetrakis(penta-

so fluorophenyljborate, lithium tetrakis(pentafluorophenyl)borate, lithium tetrakis(phenyl)borate, lithium tetra-

kis(p-tolyl)borate, lithium tetrakis(m-tolyl) borate, lithium tetrakis(2,4-dimet ylphenyl)borate, lithium tetrakis(3,5-

dimethylpheny1)borate, lithium tetrafluoroborate. sodium tetrakis(pentafluorophenyl)borate, sodium tetra-

kis(phenyl)borate, sodium tetrakis(p-tolyl)borate, sodium tetrakis(m-tolyl)borate, sodium tetrakis(2,4-dimetyl-

phenyl)borate, sodium tetrakis(3,5-dimethyl pheny1)borate, sodium tetrafluoroborate, potassium tetrakis(pen-

55 tafluorophenyl)borate, potassium tetrakis(phenyl) borate, potassium tetrakis(p-tolyl)borate, potassium tetra-

kis(m-tolyl)borate, potassium tetrakis(2,4-dimetylphenyl)borate, potassium tetrakis(3,5-dimethylphenyl)bor-

ate, and potassium tetrafluoroborate; aluminum compounds such as tri(n-butyl)ammonium tetrakis(p-tolyl)alu-

minate, tri(n-butyl)ammonium tetrakis(m-tolyl)aluminate, tri(n-butyl)ammonium tetrakis(2,4-dimetylphe-

3
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nyl)aluminate t tri(n-butyl)ammonium tetrakis(3,5-dimethylphenyi)aluminate, tri(n-butyl)ammonium tetra-

kis(pentafluorophenyl)aluminate, N,N-dimethylanilinium tetrakis(p-tolyl)aluminate, N,N-dimethylanilinium tet-

rakis(m-tolyl)aluminate, N,N-dimethy1anilinium tetrakis(2,4-dimetylpheny1)aluminate, N,N-dimethylaniiinium

tetrakis(3,5-dimethylphenyl)aluminate, N,N-dimethylanilinium tetrakis(pentafluorophenyl)aluminate f triphe-

5 nylcarbenium tetrakis(p-tolyl)aluminate, triphenylcarbenium tetrakis(m-tolyl)aluminate, triphenylcarbenium

tetrakis(2,4-dimetylphenyl)aluminate, triphenylcarbenium tetrakis(3,5-dimethylphenyl)aluminate t triphenyl-

carbenium tetrakis(pentafluorophenyl)aluminate, tropylium tetrakis(p-toly1)aluminate, tropylium tetrakis(m-tol-

yl)aluminate, tropylium tetrakis(2,4-dimety1phenyl)aluminate t tropylium tetrakis(3,5-dimethyipheny1)alumin-

ate, tropylium tetrakis(pentafluorophenyl)aiuminate, lithium tetrakis(pentafluorophenyl)aluminate, lithium tet-

10 rakis(phenyl)aluminate, lithium tetrakis(p-tolyl)a!uminate, lithium tetrakis(m-tolyl)aluminate, lithium tetra-

kis(2,4-dimetylphenyl)aluminate, lithium tetrakis(3,5-dimethylphenyl)aluminate, lithium tetrafluoroaluminate,

sodium tetrakis(pentafluorophenyl)aluminate, sodium tetrakis(pheny1)aluminate, sodium tetrakis(p-tolyl)alu-

minate, sodium tetrakis(m-toly1)aluminate, sodium tetrakis(2,4-dimetylphenyl)aluminate, sodium tetrakis(3,5-

dimethylphenyl)aluminate f sodium tetrafluoroaluminate, potassium tetrakis(pentafluorophenyl)aluminate, po-

ts tassium tetrakis(phenyl)aluminate, potassium tetrakis(p-tolyl)aluminate, potassium tetrakis(rn-toly1)aluminate,

potassium tetrakis(2 f4-dimetylphenyl)aluminate, potassium tetrakis(3,5-dimethylphenyl)aluminate. and po-

tassium tetrafluoroaluminate, but is not limited thereto.

The organoaluminum compound (c) used in the present invention is a compound represented by the gen-

eral formula (3), and exemplified specifically by aluminum compounds such as trimethylaluminum, triethyla-

20 luminum, triisopropylaluminum, diisopropylaluminum chloride, isopropylaluminum dichloride, tributylalumi-

num, triisobutyl aluminum, diisobutylaluminum chloride, isobutylaluminum dichloride, tri(t-butyl)aluminum,

di(t-butyl)aluminum chloride, t-butyialuminum dichloride, triamylaluminum, diamylaluminum chloride and amy-

laluminum dichloride, but is not limited thereto.

The catalyst may be prepared by mixing the metallocene compound (a), the ionizing ionic compound (b),

25 and the organoaluminum compound (c) mentioned above, for example, in an inert solvent The method of cat-

alyst preparation is not limited thereto.

The amount of the ionizing ionic compound (b) is preferably in the range of from about 0.1 to 100 moles,

more preferably from 0.5 to 30 moles, per mole of the metallocene compound (a).

The amount of the organoaluminum compound (c) is preferably in the range of from 1 to 10000 moles per

30 mole of the metallocene compound (a), but is not limited thereto.

The a-olefin of 3 or more carbons used in the present invention includes propylene, 1-butene, 4-methyl-

1-pentene, 1-hexene, 1-octene, and styrene, but is not limited thereto. The olefin may be a mixture of two or

more thereof.

The process of polymerization includes solution polymerization processes and known high-temperature

35 high-pressure processes.

In the solution polymerization, the polymerization temperature is preferably in the range of from 120°C to

300°C, but is not limited thereto provided that the temperature is not lower than 120°C, and the polymerization

pressure is preferably in the range of from atmospheric pressure to 200 kg/cm2 , but is not limited thereto.

In the high-pressure polymerization, the polymerization temperature is preferably in the range of from

40 120°C to 300QC, but is not limited thereto provided that the temperature is not lower than 120°C, and the poly-

merization pressure is preferably in the range of from 500 to 3500 kg/cm2
, but is not limited thereto.

The present invention is described below in more detail by reference to Examples without limiting the in-

vention thereto.

The procedures of polymerization, reaction, and solvent purification were conducted in an inert atmos-

45 phere. The solvent used in the reaction was purified, dried, and/or deoxidized preliminarily in a conventional

method. The compounds used in the reactions were synthesized and identified in conventional methods.

The ethylene/a-olefin copolymers obtained in Examples were subjected to gel permeation chromatogra-

phy (GPC) employing the apparatus of Model 150C made by Waters Co. with a column of TSK-GEL GMHHR-
H{S) (made by Tosoh Corp.) and o-dichlorobenzene as the eluent at a temperature of 140°C at a sample con-

so centration of 7 mg in 10 ml of o-dichlorobenzene.

Example 1

In a 1 -liter reactor, was placed 600 ml of an aliphatic hydrocarbon (IP Solvent 1620, made by Idemitsu Pet-

55 rochemical Co.) as the solvent Thereto, 20 ml of hexene was added, and the reactorwas kept at a temperature

of 150°C. Ethylene was fed to the reactor at an ethylene pressure of 20 kg/cm2 .

Separately, in another vessel, 1 umol of ethylenebis(indenyl)hafnium dichloride was dissolved in toluene,

and thereto a solution of triisobutylaluminum in toluene (triisobutyl aluminum concentration: 20 % by weight)

4
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was added in an amount of 250 ^mol in terms of aluminum. The mixture was stirred for one hour. This mixture

was added to a solution of2 nmol of N t N-dimethylanilinium tetrakis(pentafluoropheny))borate in 2 ml of toluene

and the mixture was stirred for 10 minutes. The resulting mixture was introduced into the aforementioned re-

actor with the aid of nitrogen pressure.

5 After the introduction of the mixture into the reactor, the content in the reactor was stirred at 1 500 rpm by

keeping the temperature at 150°C for one hour to allow copolymerization to proceed. The obtained reaction

product was dried in vacuo at 100°C for 6 hours. Thereby an ethytene/hexene copolymer was obtained in a

yield of 31 g. The weight-average molecular weight (Mw) and other measured data are shown in Table 1

.

10 Comparative Example 1

A copolymerwas prepared in the same manner as in Example 1 except that ethylenebis(indenyl)zirconium

dichloride was used in place of ethylenebis(indenyl)hafnium dichloride. The results are shown in Table 1.

15 Example 2

A copolymer was prepared in the same manner as in Example 1 except that the polymerization was con-

ducted at a temperature of 170°C. The results are shown in Table 1.

20 Comparative Example 2

A copolymer was prepared in the same manner as in Comparative Example 1 except that the polymeriza-

tion was conducted at a temperature of 170°C. The results are shown in Table 1.

25 Example 3

A copolymer was prepared in the same manner as in Example 1 except that bis(cyclopentadienyl)hafnium

dichloride was used in place of ethylenebis(indenyl)hafnium dichloride. The results are shown in Table 1.

30 Comparative Example 3

A copolymerwas prepared in the same manner as in Example 3 except that bis(cyclopentadienyl)zirconium

dichloride was used in place of bis(cyclopentadienyl)hafnium dichloride. The results are shown in Table 1.

35 Example 4

A copolymer was prepared in the same manner as in Example 3 except that isopropylidene(fluorenyl)(cy-

ciopentadienyi)hafnium dichloride was used in place of bis(cyclopentadienyl) hafnium dichloride. The results

are shown in Table 1

.

40

Comparative Example 4

A copolymer was prepared in the same manner as in Example 3 except that isopropylidene(fluorenyl)(cy-

clopentadienyl)zirconium dichloride was used in place of bis(cyclopentadienyl)hafnium dichloride. The results

45 are shown in Table 1

.

Example 5

A reactor for high-temperature high-pressure polymerization was employed for the polymerization. Ethy-

so lene and hexene were fed continuously with pressure to the reactor to keep the total pressure at 950 kg/cm2

and the concentration of hexene at 34.0 mol%, and the reactor was stirred at 1500 rpm.

Separately, in another vessel, a solution of triisobutylaluminum in toluene was added to a solution of ethy-

lenebis(indenyl)hafnium dichloride in toluene in an aluminum-to-hafnium mole ratio of 250:1. Further thereto,

a solution of N,N-dimethylan Minium tetrakis(pentafluorophenyl)borate in toluene was added in a boron-to-haf-

55 nium mole ratio of 2:1 to prepare the catalyst solution.

The resulting catalyst solution was continuously fed into the reactor to allow the polymerization to proceed

at the reactor temperature of 180°C. The results are shown in Table 2.

5
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Example 6

The polymerization was conducted in the same manner as in Example 5 except that the polymerization

temperature was controlled to be at 1 75°C and the hexene concentration was adjusted to 36.0 mol%. The re-

5 suits are shown in Table 2.

Example 7

The polymerization was conducted in the same manner as in Example 5 except that the polymerization

10 temperature was controlled to be at 1 65°C and the hexene concentration was adjusted to 35.0 mol%. The re-

sults are shown in Table 2.

Comparative Example 5

15 The polymerization was conducted in the same manner as in Example 5 except that ethylenebis(inden-

yl)zirconium dichloride was used in place of ethylenebis(indenyl)hafnium dichloride, the polymerization tem-

perature was controlled to be at 155°C, and the hexene concentration was adjusted to 32.0 moi%. The results

are shown in Table 2.

The copolymerization of ethylene with a-olefin with a hafnium metal-containing ionic metallocene catalyst

20 at a polymerization temperature of not lower than 120°C enables copolymer production with high catalyst ac-

tivity with high efficiency.

25
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Claims

10

15

A process for producing an ethylene/a-olef in copolymer by copolymerization of ethylene with an a-oiefin

having three or more carbons by use of an olefin polymerization catalyst at a polymerization temperature

of not lower than 120°C, the olefin polymerization catalyst comprising, as constitutional components, a)

a metallocene compound, b) an ionizing ionic compound, and c) an organoaluminum compound:

the metallocene compound (a) being a hafnium compound represented by the general formula (1) or (2):

CP
1

R
2

R Hf (1)

Cp^ R
J

Cp X
R^

25

Hf (2)
2^ \ 3Cp^ R

J

wherein Cp 1 and Cp2 are independently a substituted or unsubstituted cyclopentadienyl, indenyl orflu-

orenyl group; R 1 is a substituted or unsubstituted lower alkylene group, a dialkylsilanediyl group, a dia-

Ikylgermandiyl group, an alkyiphosphinediyl group, or an alkylimino group, R 1 crosslinking Cp 1 and Cp2

30 together, R2 and R3 are independently a hydrogen atom, a halogen atom, a hydrocarbon group, an alkoxy

group, or an aryloxy group of 1 to 12 carbons,

the ionizing ionic compound (b) being a compound which is capable of changing the metallocene com-

pound (a) into a cationic form and does not further react with the cationic form of the metallocene com-

pound; and
35 the organoaluminum compound (c) being represented by the general formula (3):

40 Al -
.4

'

(3)

wherein R4
, R4 ', and R4" are independently a hydrogen atom, a halogen atom, an amino group, an alkyl

45 group, an alkoxy group, or an aryl group, at least one thereof being an alkyl group.

50

55
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